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Percent 
Density
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Density

1 Pit 
Run 8" 1 LSG Pad North 144.6 5.6 136.9 143.5 95.4% 95%

2 Pit 
Run 8" 1 LSG Pad Center 146.5 5.3 139.1 143.5 97.0% 95%

3 Pit 
Run 8" 1 LSG Pad South 144.6 6.0 136.4 143.5 95.1% 95%

4 Pit 
Run 8" 2 LSG Pad North 143.7 3.6 138.7 143.5 96.7% 95%

5 Pit 
Run 8" 2 LSG Pad Center 143.4 4.2 137.6 143.5 95.9% 95%

6 Pit 
Run 8" 2 LSG Pad South 145.1 3.2 140.6 143.5 98.0% 95%

7 Pit 
Run 8" 3 LSG Pad North 143.2 3.5 138.4 143.5 96.4% 95%

8 Pit 
Run 8" 3 LSG Pad Center 142.8 4.3 136.9 143.5 95.4% 95%

9 Pit 
Run 8" 3 LSG Pad South 141.4 3.3 136.9 143.5 95.4% 95%
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